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DONGGUAN IN MEI COATING CO., LTD 
TIANXIN AREA, HUANGJIANG TOWN, DONGGUAN CITY, GUANGDONG PROVINCE 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as Ink 
 

SGS Job No. : SZ13108788 

SGS Internal Reference No. : 6.1 

Client Reference Information : SEE REMARK 

Date of Sample Received : MAY 06, 2011  

Testing Period : MAY 06, 2011 TO MAY 11, 2011 
 
 

Test Requested : Please refer to the result summary. 

   

Test Method & Results : Please refer to next page(s). 

   

Result Summary :  

  Test Requested Conclusion 

    

For compliance with / As specified by client, selected parts of 
the submitted sample(s) for compliance with Canadian 

Hazardous Products Act, R.S., c.H-3, s.1., Schedule I, Part I, 

Item 9 and its amendment SOR/2010-225 

-- 

  1) Lead and Mercury in surface coating material PASS  

  2) Soluble heavy metals in surface coating material PASS  

 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
______________________ 
Manson Yang 
Approved Signatory 
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Test Results: 
 
 
Canadian Hazardous Products Act, R.S., c.H-3, s.1., Schedule I, Part I, Item 9 and its amendment SOR/2010-225 
 
1) Lead and Mercury in surface coating material 
 
Method: With reference to test method C-02.2 and C-07 of Health Canada. Analysis was performed by ICP-OES, AAS 

& Mercury Analyzer. 

Result (mg/kg) 
Detection Limit 

(mg/kg) 
Permissible Limit 

(mg/kg) Test Item 

1   

Lead (Pb) N.D. 20 90 

Mercury (Hg) N.D. 1 Not Detected 

Comment PASS  -- -- 

  
 
Note:  

1. N.D. = Not Detected 
2. The result(s) shown is/are of the total weight of wet sample. 

 
2) Soluble heavy metals in surface coating material 
 
Method: With reference to test method C-03 of Health Canada. Analysis was performed by ICP-OES. 
 

Result (%) 
Detection Limit 

(%) 
Permissible 

Limit (%) Test Item 

1   

Soluble Antimony (Sb) N.D. 0.0050 0.1 

Soluble Arsenic (As) N.D. 0.0050 0.1 

Soluble Cadmium (Cd) N.D. 0.0050 0.1 

Soluble Barium (Ba) N.D. 0.0050 0.1 

Soluble Selenium (Se) N.D. 0.0050 0.1 

Comment PASS  -- -- 

 
Description for specimen:  
1.Purple ink 
 
 
Note:  

1. N.D. = Not Detected 
2. The result(s) shown is/are of the total weight of wet sample. 
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REMARK:  
 

Mixture of：S001（SB）、S002（SBC）、S003（SBD）、S004（SBN）、S006（SS）、S007（SSN）、S008

（SA）、S010[（SPA）、（SPAN）]、S886（SGT）、S011（PA）、S019（BL）、S009（SL）、C001（SLF）、

S354（SPY）、S350（SPL）、S351（SPLA）、S352（SPLC）、S650（RP）、S651（EVA）、S888（SG）、

S444（SPET）、S505、S560(PSC)、C003（SCC）、S266（SPP）、A001（AC）、A004（AD）、A003

（ACNP）、A002（ACN）、A521（PSNP）、A505（PS）、A005（APA）、A006（APAC）、A007（APANP）、

A616（TPR）、A617（TAR）、A618（TCR）、A619（THR）、A101（APE）、G007（PV）、G003（PVA）、

G004（PVAN）、G001（VD）、G002（VDN）、G008（VT）、G350（VPU）、G005（VHC）、G006（VGA）、

G122[（DPE）、（ZPE）]、G126（HH）、G124（HPE）、F111（FA）、G275（OPP）、G430（PETN）、G431

（PET）、G432（PB）、A532（PSA）、S355（PU）、A810（SAC）、A812（SANC）、A811（SAD）、S440

（SRD）、A525（UV）、G709（PL）、G132（PPB）、G708（PT）、G707（T）、G010（VPVN）、

G123[（ZPEVA）、DPE（F）]—01100（110）、10200（102）、10400（104）、20010（200）、20300（203）、

20600（206）、20700（207）、20900（209）、21000（210）、30000（300）、30100（301）、30200（302）、

30300（303）、30400（304）、30600（306）、30700（307）、30800（308）、30730（3073）、30740

（3074）、30380（3038）、31400（314）、31500（315）、40100（401）、40200（402）、40300（403）、

40400（404）、40600（406）、40700（407）、40800（408）、50000（500）、50100（501）、50200（502）、

60100（601）、60200（602）、70100（701）、80100（801）、80105、90100（901）、90200（902）、

21310(131)、31330(133)、31340(134)、61400(140)、41480(148)、31590(159)、50300（Conductive black）、

01200（2000）、01300（4000） 
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Sample photo:  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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